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Abstract

Selected problems of electrosynthesis of manganese
dioxide, with a fibrous carbon material used as
anodes and cathodes, were considered. The quality
of the product as a cathode material for
managanese dioxide—zinc chemical power cells

with an alkaline electrolyte was examined.
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